
 

LL LLDPE  Butene 

LLh LLDPE Hexene 

mLL Metallocene LLDPE 

HD HDPE Hexene/  
Butene 

pHD Performance HDPE  
(with Prodigy BMC) 

LLE/
HDE 

LL/HD  
Experimental 

F Blown Film 

C Cast Film 

M Injection Molding 

B Blow Molding 

R Roto Molding 

P Pipe 

E Raffia/Others 

SA Slip and Anti-block 

UV UV 

PE  
Nomenclature 

Guidelines  

 
(1st,2nd & 3rd  Digit)  

Product Type,  
Comonomer , Catalyst 

Experimental 

(5th Digit) Application 

(10th & 11th Digit) 
 Special  
Additive 



 

Caption	describing	picture	or	graphic 

Old Grade 
Name 

New Grade 
Name 

DFDA-7047 LL-F1801 

DFDA-7042 LL-F1802 

DFDA-7059 LL-C1802 

DFDC-7050 LL-F1802SA 

DFDC-7080 LL-F1801SA 

DFDA-7003 LL-C2003 

LL-8446.21 LL-R3605UV 

EG LL-7150 LL-R3604UV 

DNDC-7150 LLh-R3904UV 

DNDC-7152 LLh-R3904 

DNDA-8350 LL-M2650 

DNDA-8320 LL-M2420 

HPR-1018HA mLL-F1801 

HPR-2018HA mLL-F1802 

HPR-3518CA mLL-C1804 

DNDA-8330 LL-M2430 

LLDPE grade                   
nomenclature 

Old Grade 
Name 

New Grade 
Name 

DGDZ-6095 HD-F5211 

DGDZ-6097 HD-F4811 

DGDX-6095 HD-F5212 

DGDX-6097 HD-F4812 

DMDA-6200 HD-B5333 

DMDA-8007 HD-M6408 

DMDD-6200 HD-B5323 

DMDH-6400 HD-B6157 

DMDZ-6147 HD-B4809 

DMDX-6147 HD-B4810 

EG HD-1059 HD-F6057 

HMA016 HD-M5620 

DGDZ-2400 HD-P4010 

HDPE grade                               
nomenclature 


